POCCHHCKHA MOPCKOH PETMETP CYADXDACTRA
RUSSIAN MARITIME REGISTER OF SHIPPING

CBUAETEJIBCTBO
Ob OJOBPEHMI TEXHOJIOTHMTYECKOI'O ITPOITECCA CBAPKHA
WELDING PROCEDURE APPROVAL TEST CERTIFICATE

Crneruburkanus mpomecca CBapk: per. Ne

WPS Reference Ne ' WPS 111-1P
Crermhrkanus UCITBITAHAA CBAPHOTO COETHHEHAS per. Ne

Details of weld test (WPQR form) Ref. Ne DWT 111-1P
IIpoToKOI pe3yIbTaTOB MCHBITAHAN per. Ne

Test Results (WPQR form) Rel. Ne TR111-1P
H3rorosaTens:

Manufacturer:  S@KPUIMOE aKyuoneproe o6uiecmeo "Ypanvckuil myp6unnoiii 3a600"

Anpec:
Adcg'ess: 620017, Poccus, 2. Examepun6ype, yn. Pponmosvix 6puzad, 18

Hopwmer u npasuna/CranpapT:

Code/Testing standard: IIpasuna PC, EN ISO 15614-1:2009

HaTa ceapkn:
Date of welding: 19.03.2015

Obuacrs opoOpenust
Range of approval

Crnocob ceapxu:
Welding process:

IIponecc cBapku:

Welding Type: MW

111
Tumn coemuuenus:

Joint type: P: BW bs (mr) gg, FW; T: FW

OcHOBHOM MaTepHan (KJacc U KaTeropus):

Parent metal Group and Grade: Tpynna 1 ICO/TP 15608 / Cm3cn5 TOCT 14637-89

TosmmAHA OCHOBHOrO MaTepHana (Mm):
Parent metal thickness (mm): om 12 00 48 exn.

Hapyxusni muamerp 1py6 (MM):
Pipe outside diameter (mm): -

Tun mpacagoyHoro Merania/o003HAYCHHUE:
Filler metal type/designation:

YOHM 13/55/3YH10

3amuTHEIH ras/doc:
Shielding gas/flux: -

Tun cBapoyHoro Tora:
Type of welding current: DC+

ITomnoxenne cBapku:
Welding position: PA/PI1

IIpenBapuTenbHEBIA TOQOTPEB:
Preheat: Hem

Tepmoo6paboTka mocie CBAPKH H/HIH CTAPEHHE: o
Post weld heat treatment and/or ageing: 600-650°C, epems smbepmcu 4-5 uacos

HOHOJ_IHHTBHI’_HaH HHGOpMAIHSL: InexmpodvL noxkpuvimvie memannuuecxkue mapxu YOHM 13/55,
Other information: uszomosumenv 3A0 "Inexmpodnviii 3a600", 2. Canxm-Ilemepbypz

15.50606.130
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Hacrosmum ymocToBepsiercs, YTO CBapHBIE COEMHEHHUs IOATOTOBIICHDI, BEIIOIHEHB! M HCIBITAHBL B COOTBET-
cTBEM ¢ TpeGoBaHAsiMHU yKasauHsX Hopm u npasun/CTaHnapTa u pesyiIbTaTH UCTIBITAHEH YIOBIETBOPUTEIBHBIE.

This is to certify that test welds were prepared, welded and tested satisfactorily in accordance with the requirements of the
Code/Testing Standard indicated above.

HacTosmnee CBHIETENBCTBO IOMJIEXUT NONTBEPKIEHUIO B CPOK [0 22.10.2017 u painee
ommH pa3 B_25_ roma
This Certificate is subject to confirmation until 22.10.2017 and then in every 2,5 years.

22.04.2015
Jata \3

Date )
o\ . 2
il MOPCKOiT perHcTp CynoXoacTBa /W
A
Maritime Register of Shippi :
aritime Register of Shipping \_/(S{Ig%;g%g% \_J

OTtveTkn 0 noaTBep:KIeHn CBHIETENLCTBA
Entries on confirmation of Certificate

Ha ocsHoBaHHH pe3ynbTaTOB HCIBITAHHH W OCBHAETENbCTBOBAHHUS MEHCTBHE HACTOAINETO CBHICTEIHCTBA
OpOJISIETCS:
Based on the results of the tests and survey the validity of this Certificate is confirmed:

Poccuiickuit Mopckoit Perucrp cymoxoncrea

Russian Maritime Register of Shipping IO/ TTATH
( signature )
M.IL 10
Ls.  until Poccuiickuif MOPCKO# perucTp CymMOXOACTBA
Russian Maritime Register of Shipping OIIHCE
( signature )
ML A0
Ls.  until Poccuifckuit MOPCKOH PETHCTP CYyIOXOICTBA
Russian Maritime Register of Shipping TIGATIICE
( signature )
M.IL 70
Ls.  until Poccriickui MOPCKOH PerHCTp CYyMOXOACTBA
Russian Maritime Register of Shipping TIOAIVCE
( signature )
M.IL 10
Ls.  until Poccuiickuit MOPCKOH perucTp CyIOXOIICTBA
Russian Maritime Register of Shipping TIOJUNCh
( signature )
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